
CERTIFICATE OF ANALYSIS 
 Date: 25.07.2019 

WE HEREBY CERTIFY THAT we have inspected the goods identified below according to the contract 
specifications, and results are correct and satisfactory. 

CONSIGNOR : Commodity :  SUPER CAT-01 
Order No. :   23259 DT. 28.11.18   
Invoice No      :  26 dt 15.07.2019    
(I ) Testing Results. 

Test Specification              Results

Batch No 14 15 16 17 
Quantity        
Kgs 

16  x  190 Kgs 
M.S Drum = 3040

Kgs 

16 x  190 Kgs 
M.S Drum =

3040 Kgs

16  x  190 Kgs 
M.S Drum =

3040 Kgs

16  x  190 Kgs 
M.S Drum =

3040 Kgs
Ti (%) 7.65 + 0.30 7.83 7.82 7.77 7.83 
Sp.Gravity @ 
300C 

0.947 + 
0.020 0.941 0.941 0.940 0.941 

 Inspections 

GROSS WT TARE WT NET WT PACKING 
13312  Kgs 1152  Kgs 12160  Kgs 64  x  190 Kgs  = 12160 Kgs 

    SUPER URECOAT INDUSTRIES 
  Quality Assurance Department 

Dr. SARTHAK  K. PATEL 
    (Chief of Quality Assurance) 
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